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Page 1/4

Misterinin AdyAdresi: MARDIN TAS

Customer Name/Adress: 1.Cadde No: 388 MARDIN

Rapoit No: 44

Report No:

‘Numunenin Adi ve Tarifi: Mardin Tag1 / Mardin

Sample Name and Identity:

Numunenin Kabul Tarihi: 28.02.2011

The Date of Sample Receipt:

Aciklamalar:

Remarks:

Deneyin Yapildig: Tarih: 28.02.2011-13.04.2011

Date of Test:

Numune Teslim Sekli: Kargo

Reception of Sample:

Test / Analiz sonuglar, genisletilmis ol¢im belirsizlikleri (olmas: halinde) ve test / analiz metotlan bu raporun
tamamlayici kismi olan takip eden sayfalarda verilmigtir.

The testing / analysis results, the uncertainties (if applicable) with confidence probability and test / analysis methods are
given on the following pages which are part of this report.

Tarih Kalite / Laboratuvar Sorumlusu DAL Ust Yoneticisi
Date Responsible Person for Quality /Laboratory Head of the Laborat,
14.04.2011 é *@\&

Dr. Eylip SABAH

Bu rapor, Taboratuvarin yazili izni olmadan kismen kopyalanip gogaltilamaz. Imzasiz ve mihirsiz raporlar gegersizdir.
This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and
seal are not valid.

Aksi istenmedikge sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept for 6 months.
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Test / Analiz Raporu
Sayfa 2/4 Test / Analysis Report
Page 2/4
Numune Adi: Mardin Tagt
Sample Name:
TEST / ANALIZLER BIRIM SONUCLAR TEST / ANALIZ METODU
Test / Analysis Unit Results Test / Analysis Method
*Ses hizi ilerlemesinin tayini Km/s 2,78 TS EN 14579
(Determination of sound speed propagation)
*Kilcal etkiye bagh su emme katsayisinin tayini gr/m?s* 5321 TS EN 1925
(Determination of water absorption coefficient by capillarity) |
*Basing dayanimi tayini MPa 20,70 TS EN 1926
(Determination of compressive strength)
*Ozgiil kiltle deneyi kg/m’ 2760 ASTM D-5550-06
(Specific Gravity of Soil Solids by Gas Pycnometer)
*Atmosfer basincinda su emme tayini % 11,92 TS EN 13755
(Determination of water absorption at atmospheric pressure)
*Don tesirlerine dayaniklilik ve don sonrast basing dayanimi (%), MPa 0,02 TS EN 12371
deneyi (25 dongii) 15,58 (Madde7.3.1.1.Madde7.3.1.2)
(Determination of frost resistance) 1
*Sabit moment altinda egilme dayaniminn tayini MPa 3,73 TS EN 13161 |
(Determination of flexural strength under constant moment)
*Nemli ortamda SO, yipratmasina kars: direncin tayini % 1,54 TS EN 13919
(Determination of resistance to ageing by SO, action in the
presence of humidity) :
*Termal ok etkisiyle yipranmaya direncin tayini % 0,04 TS EN 14066
(Determination of resistance to ageing by thermal shock) Madde 8.1 Madde 8.2
*Asinma direnci tayini mm 45,46 TS EN 1341 EKC

(Determination of abrasion resistance)

Bu raporda ( * ) seklinde isaretlenmis muayene sonuclari TURKAK tarafindan akreditedir.
In this report (*) marked test / analysis results accredited by Turkish Accreditation Agency (TURKAK)

Analiz Sorumlusu Laboratuvar Sefi
Responsible of Analysis Chief of | Labor,mo
G
Ali CAKIR Gediz EMEK
Cevre Sartlari/ Environmental Conditions
Sicaklik / Temperature, °C : 20,8 Sonuglar, sadece deneyi yapilan numuneye aittir.
Rutubet / Moisture, % : 36,0 The results belong to the tested sample only.

Bu rapor, laboratuvarin yazili izni olmadan kismen kopyalanip ogaltilamaz. imzasiz ve mihiirsiiz raporlar gegersizdir.
This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and seal
are not valid.

Aksi istenmedikge sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept for 6 months.
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Test / Analiz Raporu
Sayfa 3/4 Test / Analysis Report
Page 3/4
Numune Adi: Mardin Tag1
Sample Name:
TEST / ANALIZLER BIRIM SONUGLAR TEST / ANALIZ METODU
Test / Analysis Unit Results Test / Analysis Method
*Tuz kristallenmesine direncin tayini % 10,11(Azalma) TS EN 12370

(Determination of resistance to salt crystallization)

Agiklama: Omekler “Tuz Kristallenmesine direncin Tayini” testinin 7. Cevriminde dagilmistir (Sekil 1).

Sekil 1. Tuz Kristallenmesi sonucu omeklerdeki degigim.

Bu raporda ( * ) seklinde isaretlenmis muayene sonuglari TURKAK tarafindan akreditedir.
In this report (*) marked test / analysis results accredited by Turkish Accreditation Agency (TURKAK)

Analiz Sorumlusu Laboratuvar Sefi
Responsible of Analysis Chief of Laboratory
=
Q&—*"k) M
Ali CAKIR Gediz EMEK
Cevre Sartlar1/ Environmental Conditions
Sicaklik / Temperature, °C : 20,0 Sonuglar, sadece deneyi yapilan numuneye aittir.
Rutubet / Moisture, % :30,0 The results belong to the tested sample only.

Bu rapor, laboratuvarin yazili izni olmadan kismen kopyalanip gogaltilamaz. Imzasiz ve mithiirsiiz raporlar gegersizdir.
This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and seal

are not valid.

Aksi istenmedikee sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept-for 6 months.
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Numune Adi: Mardin Tag1
Sample Name

ANALizZ SONUCLAR TEST / ANALIiZ METODU

Analysis Results Test / Analysis Method
*XRF Cihaziyla kimyasal analiz
Chemical Analysis by XRF

Si0, % 015 TS EN 15309

ALO; % 001
Fe,0s % 0,06
GO % 5472
MgO % 021
KO % 018
o, % 001

PO % 002
SI0 % 0,02
AZ % 4460

Bu raporda (* ) seklinde isaretlenmis test / analiz sonuglars TURKAK tarafindan akreditedir.
In this report (*) marked test / analysis results accredited by Turkish Accreditation Agency (TURKAK)

Laboratuvar Sefi
Chief of Laboratory

pik
Gediz EMEK
Cevre Sartlar1/ Environmental Conditions

Sicaklik / Temperature, °C : 23,5 Sonuglar, sadece deneyi yapilan numuneye aittir.
Rutubet / Moisture, % :37,0 The results belong to the tested sample only.

Bu rapor, laboratuvarin yazilt izni olmadan kismen kopyalanip gogaltilamaz. Imzasiz ve mihirsiz raporlar gegersizdir.

This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and
seal are not valid.

Aksi istenmedikge sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept for 6 months.
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Test / Analiz Raporu
Sayfa 1/2 Test / Analysis Report
Page 1/2
Miisterinin Ady/Adresi: MARDIN TASI 1. Cadde No:388 Mardin
Customer Name/Adress:
Raport No: 87
Report No: |
Numunenin Adi ve Tarifi: Mardin Tagsi-Mardin/Tiirkiye
Sample Name and Identity:
Numunenin Kabul Tarihi: 07.07.2011
The Date of Sample Receipt:
Aciklamalar:
Remarks:
Deneyin Yapildig1 Tarih: 08.07.2011
Date of Test:
Numune Teslim Sekli: Kargo
Reception of Sample:

Test / Analiz sonuglari, genisletilmis 6lgiim belirsizlikleri (olmas1 halinde) ve test / analiz metotlari bu raporun
tamamlayici kismi olan takip eden sayfalarda verilmistir.

The testing / analysis results, the uncertainties (if applicable) with confidence probability and test / analysis methods are
given on the following pages which are part of this report.

Tarih Kalite / Laboratuvar Sorumlusu DAL Ust Yéneticisi
Date Responsible Person for Quality /Laboratory Head of the Laboratory

08.07.2011 g % ﬁ : \5“-/)
Sevgi @URCAN Dr. Eyiip SABAH

|
|
|

|

Bu rapor, laboratuvarin yazili izni olmadan kismen kopyalanip cogaltilamaz. imzasiz ve mihiirsiiz raporlar gegersizdir.
This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and
seal are not valid.

Aksi istenmedikge sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept for 6 months.
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Numune Adi: Mardin Tas1
Sample Name:
TEST / ANALIZLER BIiRIM SONUCLAR TEST/ANALIiZ METODU
Test / Analysis Unit Results Test / Analysis Method
*Knoop sertliginin tayini HK 120 TS EN 14205
(Determination of Knoop hardness) HK25/HK75 1

Agiklama: Mohs sertlik doniisiim tablosuna gore, Knoop sertligi 120 HK olan mardin tasinin sertligi 2,5-3 Mohs arasindadir.

200

02

46 % 1012 14 16 18 20 22 24 26 28 30 32 34 36 38 40

Sekil 1: Mikrosertlik degerlerinin dagilimi

Bu raporda ( * ) seklinde isaretlenmis muayene sonuglart TURKAK tarafindan akreditedir.
In this report (*) marked test / analysis results accredited by Turkish Accreditation Agency (TURKAK)

Cevre Sartlari/ Environmental Conditions

Sicakhk / Temperature, °C : 21,1
Rutubet / Moisture, %:51,0

Analiz Sorumlusu

§sibl ‘Analysis

Sevgi GURCAN

Sonuglar, sadece deneyi yapilan numuneye aittir.
The results belong to the tested sample only.

Bu rapor, laboratuvarin yazili izni olmadan kismen kopyalanip ogaltilamaz. Imzasiz ve mithirstiz raporlar gegersizdir.

This report shall not be reproduced other than in full except with the permission of the laboratory. Test report without signature and seal |

are not valid.

Aksi istenmedikee sahit numuneler 6 ay saklanir.
In case of not demanding the opposite, witnessing samples are kept for 6 months.





